
Supplementary data: 

 Transmission spectra of GaN thin films on sapphire substrate. 

 

 

 Z-scan @ 700nm 
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 Z-scan @ 800nm 

 

 Z-scan @ 900nm 
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 Z-scan @ 800nm 

 

 Z-scan @ 1000nm 

 

 Z-scan @ 1100nm 

 



 Z-scan @ 1200nm 

 

 Z-scan @1350nm 
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 Z-scan @ 1400nm 

 

 Z-scan @ 1500nm 

 


