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spec_vidro_TZNP.txt

Element At. No. Netto
Mass
[%]

Mass Norm.
[%]

Atom
[%]

abs. error [%]
(1 sigma)

rel. error [%]
(1 sigma)

Te 52 204031 60.03 74.21 35.95 1.79 2.98
O 8 64421 10.99 13.59 52.51 1.30 11.80
Zn 30 9114 9.87 12.20 11.54 0.37 3.78

Sum 80.90 100.00 100.00
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